
PCN 19-0028 Change of Assembly site for  ADIS1613X IMU Products 

Qualification Plan Summary 

 

Qual Test Condition Sample Size Estimated  
Completion Date 

High Temp Operating 
Life Test 
 

JESD22-A108  
500 Hrs @ +105C Ta 

16(0) 7-1-2019 

 
Temperature Cycle 

 
JESD22-A104 
Condition N 
500 Cycles  
-40 to +85C 
 

16(0) 7-1-2019 

 


